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Test Report
Report No.. 168 Date: 09.02.2021 invoice No.. G-315
ULR-TC6362210000000156F — Chemical — Building Materials
Customer : Hi-Tech International
Sample Description : Corrosion Inhibitor (Powder form)
Customer's Reference : Letter dated-02.02.2021
Customer id - VCI 4207
e-cube id - 981
Sample Condition . Satisfactory Date of Receipt: 02.02.2021
Test witnessed by : None Period of Testing: 08.02.2021 to 09.02.2021

Modified Accelerated Corrosion Test (Method — JIS Z 1535)

ecube ID Sample ID Observations
- 981A Control- Without additive Excessive corrosion spots
981-1 With additive No corrosion
981-2 With additive No corrosion
9813 With additive No corrosion
981-A 981-1 981-2 981-3

With additive- VCI 4207

1. Test results indicated above for the sample submitted by the client.

2. Test results may not be reproduced in part without the written permission of e-cube concrete consultants
LiP.

3. We do not undertake any responsibility for any involvement in any type of litigation arising out of this report
submitted by e-cube concrete consultants LLP.

For e-cube concrete consultants LLP
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agyashree-Katkar -Wani
Authorized Signatory
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